
TIME
SAMPLE

ITEM STANDARD VALUE MEASURED VALUE VERDICT TEST BASIS OTHER
HARDNESS 18 GB/T531-1999

DENSITY (g/cm³) 0.8
TENSILE STRENGTH AT BREAK (Mpa) 3.8 GB/T528-1998

ELONGATION (%) 290 GB/T528-1998
TEAR STRENGTH (KN/M) 13 GB/T529-1999

 APPROVED: ShunHua Wang TEST: CaiXiang Pan

SILICONE FOAM SPECIFICATION

09 February 2014
4mm black Silicone foam

ILLUSTRATION

FOSHAN SHUNDE LELIU HINGSKING PLASTIC & HARDWARE PRODUCTS CO., LTD.

TEL:    86-757-25332788                Fax: 86-757-25332993          E-mail: hingsgasket@gmail.com             P.C: 528324
 # 5 Longchong Road, Fuyu Industrial Zone, Leliu Town, Shunde District, Foshan City, Guangdong ,China

地址：中国广东省佛山市顺德区勒流镇富裕工业区龙冲路5号
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